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ASR Mechanism in Concrete
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Objective:
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properties and structural capacity.

The overall research outcome is to determine, for an existing
ASR-affected structure:
1. Its current structural capacity to resist static and dynamic loads, and
2. An estimate of future structural capacity to resist static and dynamic
loads.
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